Temneparypa BCNbIWKN
LiBer

MnoTtHocTb npm 20°C
NHaeKc BA3KOCTU
Temnepatypa 3acTbiBaHUsA
BaskocTtb npu 100°C

BaskocTtb npu 40°C

HLP-D 32 Hydraulikol

Ana cTpouTenbHONTEXHUKM

runpannuueckoe Macrno Ha OCHOBe MUHepanbHOro 6azoBoro
Macna Bbicwero kayectsa. UcknountenbHasa ctabunbHoCTb
npoTus BO3[€MCTBUA TemMmnepartypbi u OKMCRnuTEenem. npekpacuan
3auuTa OoT pXXaBUUHbI U KOPpPO3UM.

Practice and tested in aggregates with filling

MAN N 698, DENISON HF-O, Daimler DBL 6721

RAVENOL Hydraulikoel HLP-D 32 — MMHepanbHoe ruapaBnm4Yeckoe Macrno ¢
[ONOJIHUTENbHBLIMM AEeTEepreHTHbIMM Npucagkamm, obecneumnsarouee
cma3bliBalowee M oyuwaouee AeMCcTBUA.

PaspaGoraHo Ha OCHOBe cneuuanbHoOro ﬂOAOﬁpaHHOfO 6a3oBoro macna m naketa
npucapok, Kotopbie ob6ecneumBaror npeporTepalleHue Koppo3um, 3aumuTty oT
U3HOCA U TPEeHMA.

Conepmwr AuUucneprupyrouiue M geTtepreHTHbie KOMNOHEeHThI, rapaHTupyouue
YUCTOTy ruppaBriMyecKux cucrtem. WUcnonb3oBaHue cospemeHHblxrexuonoruﬁ
npucapok npupaet Mmacrnam UCKIIOUYUTEeNIbHYIO cTtabunbHoOCTb npoTuB
BO3AeNCTBUA TemMmneparypbl u okucnurtenen. B npuUcCyTCTBMUM BOAbl Machna
A€MOHCTPUPYIOT OTJINYHYIO cpum;rpyemocn;, MOHUIXKEeHHYI0 CKNTIOHHOCTb K
rmaporyim3y m xopoiweepogoortaerneHue.

O6napaer UCKNIOYMTENbHOM CTAaGMNbLHOCTBIO B NPUCYTCTBUM BOAbI U OTIIUMHOMN
chunbTpyemoctbio. Macna o6ecneumBaloT NPeKPacHy0 3alUTY OT PXKABUMHbBI U
Koppo3uu u 6bicTpoe Bo3ayxooTaeneHue, npepoTepawatowiee obpasopaHue
MeHbl.

MpumeHeHue:

Fnmppasnuueckue macna RAVENOL Hydraulikoel HLP-D 32 npumeHsoTcsa B
ruapaBnuYecKMX CUCTEMaX CeNnbCKOXO03AMCTBEHHOW, CTPOMTENbHON U KapbepHOM
TeXHUKMW, LEeMEHTHOr o, TEKCTUINbHOro o6opyfnoBaHus, npegHa3Ha4YeHHbIX Ans
TAXENbIX yCNOBMMA paboTbl, BKNOYasaA BbICOKOCKOPOCTHbIE U BbICOKOHAMNOPHbIE
nonacTtHble, WecTepeHHble U aKCUanbHO-NOPLWHEBbIe HAaCOCbl FTMAPaBNNYECKUX
cucrtem.

MpumeHenue HLP-D 32 Hydraulikol o6ecneuuBaer:

. BbICOKYI0 YCTOMMMBOCTb K U3HOCY U KOPpPO3UM

. BbicTpoe Bo3ayxooTaeneHue

. MpeBocxopHyl0 3aWMTY OT MUSHOCA U NpepoTBpaweHne
o6pas3oBaHusA NeHbl

. MpekpacHble BA3KOCTHO-TEMNEepaTypHble CBOUCTBA

. He#TpanbHoe noBepeHMe Mo OTHOLWEHUIO K YNNIOTHUTENbHbIM
mMaTepuanam

. OTnuuyHbIe MolOWMe U AUcneprupyloume cCBOMCTBa

. MpeBocxoaHy0 3aWUTY OT KOPPO3UM AaxKe NMPU NOryoweHumn

BRarm
°C 222 DIN ISO 2592
n/a XKernTo-KOpU4YHeBbIn

Kr/m? 851 DIN EN ISO 12185
n/a 123 DIN ISO 2909
°C -33 DIN ISO 3016

mMmmZ/c 55 DIN 51562

mMmm?/c 29,9 DIN 51562
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