TOTAL DAG 1A

Jlntnesasa cmaska ansa npnMeHeHusa B nogWMNHUKaX Ka4eHUA U YNOPHbIX UrosfibYaTbiX NoALUUNMHUKaX.

NMPUMEHEHUE

e Cmaska Ans noALNNHUKOB KavyeHus, YRNOPHbIX UronibYaTbIX NOALLNNHUKOB.

CBOUCTBA

e [lpeBocxoaHble aare3voHHbIE CBOMCTBA
e OuyeHb xopoLuas 3awuTa oT KOppo3nm

e Bblcokas CTOMKOCTb K OKUCNEHMUIO

XAPAKTEPUCTUKHU
DAG 1A CraHaapT EanHuubi 3HaueHue
M3MepeHus
LieT CBETO-KOPUYHEBbIN
BrewHun By onectawmn
CTpykTypa rycras
TemnepaTypa kannenageHus ASTM D 566 °C 180 MuH
Pabouas neHeTpauus (60 umknos npu ASTM D 217 107" m 310-330
25°C)
knacc NLGI 1
3aryctutens nMTuUiA
BasoBoe macno
™n MUHepanbHoe
BA3KOCTb Npu 40°C ASTM D 445 MM?/C 105
Bsi3KkoCTb npu 100°C ASTM D 445 MMm?/c 11,6
MHOEKC BA3KOCTHU ASTM D 2270 98
MexaHnyeckasi cTabunbHOCTb ASTM D 217 10%m +30 makc.
AHTUKOPPO3MOHHbIE CBONCTBA
cTatu4eckast Koppoaus ASTM D 1743 oLeHkKa 1
OnHaMmmyeckas koppo3ns EMCOR IP 220 0
Koppo3nst Megm 24 4 npu 50°C IP 112 1a
CTolikocTb K okucreHuto (100 4 npu ASTM D 942 psi 5 makc.
99°C — notepu)
Otpenenne macna (7 gHew npu 40°C) IP 121 % 4 makc.
YLim ASTM D 2596
AnameTp nsaTHa uaHoca (60 gaH — 1 MM 0,7 makc.
MUH)
InanasoH pabounx Temnepatyp - °C -30/+120

*rlpVIBeﬂ,eHbl ycpeaHeHHble 3Ha4YeHUA ANnA O3HaKomM/1eHnA



