Eco Synth ECS SAE OW-20

ona psurarens

CuHTEeTMYECKOE NerkoteKyyee MOTOpHOEe Macno Ans nerkoBbixX
6eH3UHOBbIX M aU3enbHbIX MOTOPOB. MMHMMU3UpYyeT TpeHue,
M3HOC, 9KOHOMMT TONNUBO. NMpeKkpacHble HU3KoTEeMnepaTypHble
CBOMCTBA.

Specifications

EcoSyrh : API SN Resource Conserving, ILSAC GF-5, ACEA A1/B1

SVN'NETISCKES MOTOARENOL

RyoL Approvals

Jaguar Land Rover STJLR.51.5122

Practice and tested in aggregates with filling

MB 229.71, Ford WSS-M2C947-A, GM 6094 M, Chrysler MS-6395, Mitsubishi, Nissan,
MAZDA, Suzuki, Toyota, Honda/Acura HTO-6

RAVENOL Eco Synth ECS SAEOW-20 - nonHOCTbIO CUHTETUYECKOE NerKkoTeKyuee
MOTOpPHOE MacJi0, U3roToBJIEHHOEe C NpuMeHeHuem TexHonoruu CleanSynto® pns
nerkoBbiX 6eH3UHOBLIX U AU3enbHbIX MOTOPOB C U 6e3 Typ6oHapyBa ¥ NPAMbIM

BMpPbICKOM TOMNNMUBA.

MuUHUMUIUpYET TPEHUe, USHOC, NO3BONIIET IKOHOMMUTb TONJIUBO, BCNIEACTBUE Yero
YMEeHbIaeTCs SMUCCHSA BpeAHbIX BewecTs B aTmoccpepy. O6naaaer npekpacHbiMmu
HU3KOTEeMnepaTypHbIMU CBOMCTBaMK. YANIMHEHHbIE UHTEepPBarbl 3aMeHbl
cornacHo Tpe6oBaHUAM aBTONPOU3BOAUTENEN.

Ucnonb3yercsaBasurarensx, B koropbix npeanucaHa HTHS muH.2,6 mPa*s (cP)

Peuentypa Macna MMHUMMU3UpPYeET BEePOATHOCTb NpeXXAaeBpe MeHHoro
BocnnameHeHus tonnuea LSPI (LowSpeedPre-Ignition). PekomeHpoBaHo ans
Typ6upoBaHHbIX 6€H3UHOBLIX ABUraTenen c HeNoCpPeACTBEHHbIM BNPbICKOM
tonnuea Turbo-GDI.

MpumeHeHue Eco Synth ECS SAE 0W-20
ob6ecneuuBaer:

. MrHoBeHHOe cMa3bliBaHUE BCEeX KPUTUUYECKUX y35noB m petanem
asurarens

. "cl(l'llo‘lu'l'el'lele 3KOHOMMIO TONNMUBa 6naronapn cneuuvanbHoO
nonoﬁpauuomy 6asosomy Macny v KOMMnriekcy npucanok.

. HM3KyIO ucnapsemMmocTb, Gnaro.qapn HU3KOMY pacxoany macna

e TMpepoTBpaweHue o6pa3oBaHMA WNamMma, KOKCOBaHUA,
OTNOXXEHUN U KOPPO3UM NPU CaMbIX HE6GNaronpuATHbLIX YCNOBUAX
aKcnnyarauum.

. OT1cyrcTBue o6pa3oBaHMUA OTNOXEHUN B KaMepe cropaHus,
NOpLHEBOM rpynne u BeHTUNAX

. Be3ynpeuHyio paboTty rugporonkaresns npy passuyHbIX
TeMneparypax

. OTcyTcTBMe BpeaHbiX BbIGPOCOB U oKucneHus

. Xopolyio YyCTOMYMBOCTb K CTapeHUIo, NOATBEPXKAECHHYIO TECTOM
Hot Tube Test

. HenTpanbHOCTbL K YNJIOTHUTEJNIbHbBIM MaTepuanam



TemnepaTtypa notepm TeKy4ecTtu °C -63 DIN ISO 3016

Temnepartypa BCNbIWKKU °C 240 DIN 1SO 2592
Liser n/a KOpPUYHEBbIN

MnorHocTte npun 20°C xr/im?® 839 DIN EN I1SO 12185
NHpeKc BA3KOCTHU n/a 156 DIN 1SO 2909
CynbcaTHan 30/1bHOCTDb % 1 DIN 51575
Lléno4yHoe uucno mr KOH/r 9,9 ASTM D2896
TecTt Ha ucnapsaemoctb (NOAK) % 7,4 ASTM D5800/a
BaskocTb BbicokoTemneparypHaa (HTHS) mMa*c 2,67 ASTM D5481
BaskocTb HU3KoTemneparypHasa (CCS) npm -35°C mMa*c 4 960 ASTM D5293
BsaskocTtb npu 100°C mm?/c 7,9 DIN 51 562-1
BsaskocTtb npm -35°C mMa*c 4 890 ASTM D5293
BsaskocTtb npu 40°C mm?/c 43,1 DIN 51 562-1

BsaskocTtb npu -40°C MRV mMa*c 10 000
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